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READY MIX CONCRETE 
 

GENERAL 

This evaluation procedure outlines the Department’s approval process for Ready Mix Concrete Producers. 

SPECIFICATIONS 

TDOT Standard Specification Section 501  
TDOT Standard Specification Section 604  
TDOT Standard Specification Section 606  
TDOT Standard Specification Section 622  
TDOT Standard Specification Section 701  
TDOT Standard Specification Section 702  
TDOT Standard Specification Section 703  
TDOT Standard Specification Section 711  
TDOT Standard Specification Section 901 
TDOT Standard Operating Procedure (SOP) 4-3  
American Concrete Institute (ACI) 506.2  
AASHTO T 22  
AASHTO T 23  
AASHTO T 24 
AASHTO T 119 
AASHTO T 121 
AASHTO T 152 
AASHTO T 196 
AASHTO T 255 
AASHTO M 85 
AASHTO M 157 
AASHTO M 240 
AASHTO M 241 
ASTM C171 
ASTM C567 
ASTM C685 

PROCEDURES 

The Tennessee Department of Transportation will use TDOT Standard Operating Procedure (SOP) 4-3 in its 
approval process. All submittals must be submitted to the Headquarters Materials and Tests Division at the 
contact listed below. 
 
TDOT.Concrete.Email@tn.gov 
 


